STATEMENT OF PERFORMANCE INDICATORS
Ne 023-CPR-2015-01-01-01-01

according to application Ill Ha Regulation (EC) Ne 305/2011
Name of product :
BentoProtex - Bentonite Swelling tape.
1. Unique identifier of the product type:
- Not applicable.

2. Type, lot or serial number or other element that allows to identifies the
construction product:

- Not applicable

3. Intended use or uses of the construction product in accordance with

the applicable harmonized specification as intended by the manufacturer: Bentonite and
butyl rubber waterproof swelling tape intended for

prevention of water filtration through technological joints in the concrete or
and reinforced concrete structures by swelling and pressurizing the joints.

4. Name, registered trade name or registered trade mark and
contact address of
the manufacturer according to the requirements of Art. 11, paragraph 5:




Tex Polymers LTD. - Sofia, Slatina , str. Ivan Dimitrov - kuklata 8

5. Where applicable, name and contact address of the authorized representative whose
power of attorney including> the tasks referred to in Article 12, paragraph 2:

- Not applicable.

6. A system or systems for assessing and verifying the persistence of
the performance indicators of the construction product, according to Annex V:
- System 4:

7. In the case of a declaration of performance concerning a construction product covered by a
harmonized standard :

- Not applicable.

8. In the case of a declaration of performance for a construction product, for which a European
Technical Approval has been issued:

- Not applicable.

9. Declared performance indicators :

Ne | Name of characteristic Standards / Test results:
Validated methods
1. | Dimensions: BDS ISO Width: 24.9 + 0.4mm.
23529.2018 Height: 20.2 + 0.4mm.
Density: ASTM D17-84 + 1,44 kg/dm3
Relative elongation at BDS ISO 46,0 £2,4%
break 37.18
4. | Swelling ASTM 480,5 £8,0%
(in drinking water for 72 D545-19
hours)
5. | Water absorption ASTM 241,5 £7,9%
(after 72 hours) D545-19
6. | Bending BDS EN No cracking
(90 ° at 0 degrees C) 12814-1:2003






